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NVl Laboratories, Inc. 
4708 Aurora Ave. N., Seattle, WA 98103 
Tel: 206.547.0100, Fax: 206.634.1936 

www .nvllabs.com Bulk Asbestos Fibers Analysis 
By Polarized Light Microscopy 

Client: Paul W. Jackson & Associates, Inc. 
Address: 3604 Beach Drive SW 

Seattle, WA 98116 
Alltenftfion: !Mr. Pawl Jackson 

Project Location: Rainier Brewery 

ll..aib !IO: 24066610 Client Samp9e t: 8i99LD 
Location: Rainier Brewery 

Laye:r 1 r:J1 2 Description: Off-white fibrous woven material with paint 

Non-Fibrous Materials: Other Fibrous Materials:% 

2066341936 P.03/03 
l 

#102053 

Client Project #:081 
Samples Received· 1 
Samples Analyzed' 1 

Method: EPA/S0OR-93/ 16 

Fine particles.Paint 

Layer 2 of 2 Description: Light gray fibrous material 
Non-Fibrous Msteriails: 

Cellulose 45% 
A~be8i@s Type: t % 
NoM Detect8tl!J .. ID 

! 

Saumpled by: Client 

Aneily2ed by: Lyudmila Manzar 

Fine particles,Binder/Filler 
Other Fibrous Materials:% 

CeDulose 5% 

Daile Analyzed: 08/25/2004 

!_ 

A$b0s1os Tyo>e:f % 
Chfi'YSOifle f@,% 

' i 

Note: If eampres are not homogeneous, then subsamples of the oorrponents were analyzed Stlllerately. All bulk samples am analyzoo using EPA l500/R-93/11 
M.xnod with the following measurement uncertainties for the reportGd % Asbestos (1 %=0-3%, 5%=1-9%. 10".4='5-15%, 20%<: t0-30%, 50%=40-60%}. Thi$ 
report relates only lo the items tested. ff sample was not oolladed by NVL personr.el, then the llccuracy of !hs MSU!ts i1I l!li"litsd by th>) mathodology end eoui!j 
of the sample collector. This report shall not be reproduoad except in Ml, without written :ipproval of NVL Laboratories, Inc. It shal! not be used to clam 
product endorsement by NVI..AP Of' any olher agency cf the OS Government. ___ · 
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